
0602Table

 Received SamplesCarried Out Tests  Issued Reports

44,21934,16229,320Soil Tests

46,042155,50350,930Concrete Tests

35,17157,38721,347Asphalt Tests

2,00010,8649,848AggregateTests

4,67914,15813,624Chemistry Tests

2,1669,7244,701Reinforced Steel Tests

1,3547,9852,517Thermal Insulation Tests

135,631289,783132,287Total

Source: Dubai Municipality

Engineering Materials Testing Services - Emirate of Dubai

( 2016 ) `
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