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 Received SamplesCarried Out Tests  Issued Reports

26,35335,18622,355Soil Tests

49,696177,54857,134Concrete Tests

41,971121,56023,293Asphalt Tests

1,1629,0168,242AggregateTests

4,93412,23611,482Chemistry Tests

1,0136,7353,064Reinforced Steel Tests

5093,3021,033Thermal Insulation Tests

125,638365,583126,603Total
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